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300  BASES 
 
 

Item 304  Aggregate Base 
 

 304.02  Materials.  Add: 
 
 The use of crushed recycled concrete is prohibited unless the Special Provisions, Detailed 
Provisions or the General Notes specifically permit it. 

 


